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GUANG ZHOU | AM FLYING INDUSTRY CO., LTD
NO.16 PENGSHANG ZHIFU RD. LIAN BIAN INDUSTRIAL DISTRICT, XINSHI TOWN, BAIYUN DISTRICT,
GUANGZHOU, CHINA

The following sample(s) was/were submitted and identified on behalf of the applicant as 100 % EXPANDED
DOLYSTYRENE BEADS

SGS Ref No. : GZ10566577EC
Sample Receiving Date : SEP 06, 2007
Testing Period : SEP 06, 2007 TO SEP 10, 2007

TEST REQUESTED : As specified by client, to test soluble Lead, soluble Antimony, soluble Arsenic,
Soluble Barium, soluble Cadmium, soluble Chromium, soluble Mercury,
soluble Selenium content in the submitted sample.

TEST METHOD : With reference to EN71 part 3 : 1994 (including amendment A1:2000/ AC:2002).
Analysis was performed by Atomic Absorption Spectrometer & Inductively Coupled
Plasma Atomic Emission Spectrometer (ICP-AES).

RESULTS : Please refer to next page.

Signed for and on behalf of
SGS-CSTC Ltd.

Sr. Engineer
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Nis test report refer only to the sample(s) tested. This test report cannot be reproduced, except in full, without prior written
mbany. Any unauthorized alteration, forgery or falsification of the content or appearance of this report is unlawful and
ted to the fullest extent of the law.
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